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--. --a 
structure which is impervious and chemicnl!p stable to- 

9,526,55U 
FLEXIBLE COMPOSITE MEMBRANE 

James E. Webb, Administrator of the National Aeronau- 
tics and Space Administration, with respect to an in- 
vention of Stephen P. Vango, Los AngeEes, and Lois 
k. Taylor, Pasadena, Calif. 

Filed Dec. 19. 1947. Ser. No. 691.736 

wald extremely reactive chemicals. 
A further object of the invention is the provision of a 

rocket propellant expulsion membrane which is imper- 
vious and chemically stable toward highly reactive oxi- 
d i z e ~ ~  such as nitrogen tetroxide. 

These and other objects of the invention are achieved 
Int. CI. ~ 2 3 b  5/60 by providing a flexible composite membrane structure 

U.S. CI. 204-20 5 Claims comprising a base layer of polymerized fluorocarbon, 
10 such as polyn~erized tetrafluoroethylene, at least one sur- 

face of which has been treated with an alkali metal, such 
ABSTRACT OF THE DISCLOSURE as sodium, dissolved in a solvent, such as liquid ammonia, 

A chemically stable, completely fluid impervious, a thin layer of highly conductive metal, such as silver, 
flexible membrane is fabricated on a base layer having adherently applied to the treated surface of the polymer- 
essentially the chemical and physical characteristics of 15 ized fluorocarbon, such as by chemical reduction plating, 
polymerized tetrafluoroethylene by bonding to a surface a layer of flexible metal, such as lead, electroplated onto 
of that base a flexible metallic layer, typically of lead. the thin layer of highly conductive metal and a thin layer 
Pores in the metal layer are sealed by application and of indium applied to the layer of flexible metal and fused 
fusion of indinm. to form an impervious and chemically stable, flexible 

The composite membranes of the invention are par- 20 composite membrane structure. 
titularly vseful as expulsion membranes for rocket pro- The flexible structures of the invention are useful as 
pellants, since they are inlpervious to, and chemically diaphragms in pressure responsive devices of many kinds, 
compatible with, even such highly reactive oxidizers as as liners for tanks, as gaskets, and the like. 
nitrogen tetroxide. The invention is especially useful for making expul- 

23 sion bladders or diaphragms for expelling fluids from 
tanks in which they are treated or stored. Liquid pro- 

ORIGIN OF INVENTION pellants for the rocket motors of missiles, for example, 
can be supplied from storage tanks by injecting an ex- 

The invention described herein was made in the per- pulsion fluid into the tank. For positive control of the 
formance of work under a NASA 'Ontract and is 30 propellant delivery, especially under conditions that may 
to the provisions of Section 305 of the National Aero- include free fall, it is desirable to isolate the expulsion nantics and Space Act of 1958, Public Law 85-568 (72 fluid from the propellant by a flexible diaphragm or 
Stat. 435; 42 USC 2457). bladder. In a bi-propellant system the fuel and the oxi- 

BACKGROUND OF THE INVENTION 

Field of the invention 

This invention provides a flexible membrane structure 
that is impervious and chemically inert to a wide variety 
of fluids, including such highly reactive substances as 
liquid nitrogen tetroxide, for example. 

Description of the prior art 

A method for applying an adherent metallic coating 
to fluorinated ethyiene polymers is described in U.S. 
Pat. 2,898,228 issued to Frank M. Kelley on Aug. 4, 
1959 and U.S. Pat. 3,167,491 issued to Harvey M. 
Harrison et a]., on Jan. 26, 1965. The surface of the 
polymer is treated with a solution of an alkali metal, 
such as sodium in ammonia, before the nletallic coating is 
applied to the polynler surface. The metallic coating, 
such as a silver coating, is applied to the treated polyn~er 
surface in finely divided colloidal form, such as by the 
use of various techniques including vacuum metal coat- 
ing and chen~ical reduction. The Harrison et al. patent 
additionally discloses the deposition of a second metal 
layer such as a nickel layer, elecirolyiically upon the first 
metal layer adhering to the treated surface of the fluori- 
nated ethylene polymer. 

The formation of a rigid, non-porous, corrosion-re- 
sist:iilt metal plate surface by the application of indium 
to ;t me:al, s~rch as lead, and fusion of ihc indiunl, is 
known in the indium plating art. However, a need exists 
for a flexible nrelnbraue having a surfac- impervious to 
fluids and n~axirntlrl~ chemical stability in relrktion to 
highly reactive chemicals snch as ilitzogen tetroxide. 

di7er may be supplied from separate tanks, or from 
suitable isolated portions of a common tank. Bladder ma- 
terials for such purposes must be able to withstand 
the corrosive action of strong oxidizers, must be com- 
pletely impermeable to such fluids, and must be sufficient- 
ly flexible to survive repeated cycles of filling and empty- 
ing the container. 

The present invention utilizes as a flexible structural 
base a sheet 01 film of halogenated polymer having es- 
sentially the physical and chemical properties of tetra- 
fluoroethylene (TFE), which is commercially available 
under the trade name Teflon. Such halogenated polymers 
ale chemically compatible with nitrogen tetroxide but are 
not impervious to it, the permeability being due both to 
microscopic pores in the cast or extruded polymer and 
to the solubility in the polymer of nitrogen tetroxide 
(Nz04) or of the nitrogen dioxide (NOz) that is dissolved 
in it in equilibrium concentration. Such permeation of 
the polymel is prevented, in accordance with the inven- 
tion, by applylng to at least one face of the polymer base 
a layer of a suitable metal, typically lead, with the aid 
of a layer of elecirical conducting metal adherent to the 
base layer, and by rendering the lead fluid-impervious by 
diffusion of indium into any pores that may be present. 

A full understanding of the invention, of its furthei 
objects and advantages, and of the manner in which ~t may 
be car~ted out wril be had fiom the following descnptlon, 
whrch 1s to be lead ~n conjuncl~on with the acconlpanying 
i"-?nltlg T h e  palilcutnr? of t h  l t  deq,-rlptlon ale tntendect 
on!y as ~llusttatron and not as a 11m1tation upon the 
scone of the ~nvention, w h ~ c l ~  15 defined In the appended 
clalms. 

OBJECTS AND SUMMARY OF THE INVENTION 
BRIEF DESCRIPTION O F  THE DRAbVINGS 

Accordinelv. i t  is a urimarv obiec; of this invention -.  . . 
to piovide a flexible composite membrane structure which FIG. 1 is an axial section representing a fluid container 
overcomes the disadvantages of prior art structures. embodying an illustrative expulsion membrane in accord- 

Another object is the provision of a flexible membrane ance with the invention; 
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FIG. 2 is a schematic section representing a modifica- various composite mate ria!^ such as a fabric layer of 
tion; and TFE heat bonded to a sheet of FEP. The primary func- 

FIG. 3 is a fragmentary section illustrating the nlem- tional compone~lts of the applied impermeable coatirig 
brane structure of the invention at enlarged scale. arc a layer of an electrical conducting metal, such as silver, 

DESCRIPTION O F  THE PREFERRED 
a chenlically inert metal, typically lcad, and a sealing 

EMBODIMENTS 
layer of indium applied to the lcad and heat-fused to fill 
the pores of the lead. Whereas such a coatinq can be 

FIGS. 1 and 2 show illustrative configurations in which applied to a polyn~er body of any desired thickness, cx- 
expulsion membranes may be constructed. In FIG. 1 pulsion membranes commonly utilize a membrane base 
a generally spherical tank is represented at IO, with neck 10 from about 0.003 to about 0.030 inch thick. A preferred 
flange 12 fixedly mounted. That flange provides a rela- procedure for applying an impermeable coating to a sur- 
tively wide m o ~ ~ t h  through which an expulsion bladder face of fluorinated polymer is as follows: 
and its supporting structure may be inserted into the tank. The polymer surface is first cleaned in acetone or chlo- 
The relatively small port fitting 14 is provided at the roform with agitation by ultrasonic energy to remove 
opposite side of the tank, for connection of the conduit 16 15 grease, and is rinsed in fresh solvent. The surface is then 
through which a pressurized expulsion fluid is supplied etched by immersion in a sonically agitated suspension 
under suitable control from a source, not explicitly shown. of finely divided sodium or other suitable alkali metal 

Flexible expulsion membrane 20 is formed as a bladder in a suitable liquid medium. A satisfactory etch, indi- 
shaped to fit the interior of tank 10 with little or no cated by uniform tan color imparted to the polymer sur- 
stretching. Bladder 20 is mounted on support fitting 28 20 face, is usually produced after several minutes of treat- 
with its mouth clamped in fluid-tight relation between ring ment. The etched surface is rinsed in water and then 
23 and plate 24. Main conduit 25 opens through plate 24 sonically cieaned in dilute sulfuric acid, distilled water, 
to the interior of the bladder for loading the tank with acetone, benzene, acetone and dried in an oven at  100" C .  
liquid and for delivery of liquid from the tank when pres- The etched and cleaned surface is then coated with 
sure is supplied via conduit 16 to the exterior of the blad- 25 silver, or other electrical conducting metal, by the Bra- 
der. Plate 24 typically carries tubular mast 26 and fitting shear process of chemical deposition, or other electroless 
28, which supports the bladder at  a point opposite its Or chemical plating process, the solution being agitated 
mouth to control its folding action upon deflation. during the coating operation to improve the adhesion of 
early stage of such folding is indicated at 30. ~~~t 26 the silver to the surface. The sonic agitation is used only 
also connects the 29 to the external conduit 27 30 in applying the first coat of silver. The silver coating is 
to act as bleed tube for escape of air from the bladder as repeated as necessary, typically three times, to obtain a 
it is filled with liquid. fluids may be stored separately coating with adequate electrical conductivity for electro- 
in one tank by providing two bladders, each enclosing plating purposes. Any silver deposited on unetchcd por- 
approximately half of the tank interior, with separate tions of the polymer surface is easily rubbed off. ~ e a d  
conduit connections. ~~~h fluids may then be expelled 36 is then deposited electrolytically on the silver or other 
simultaneously by pressurization of the space surrounding conducting metal coating, to a thickness of from 0.002 
the bladders. to 0.005 inch, typically from a stirred lead fluoroborate 

In the modification shown in FIG. 2, the tank 100 bath with a current of about 30 
is constructed as two mating portions with connecting 40 The described use of ultrasonic agitation during the 
flanges at 32. Fluid connections to the tank are omitted etching of the polymer surface with sodium is believed 
to simplify the drawing. The flexible membrane 2on is to provide anchor points for the silver film, while the 
generally hemispherical in form, with its periphery ultrasonic processing during the silver deposition im- 
clamped between the flanges 32. The membralle is typically proves the density and adherence of that film. The re- 
pre-formed with convolutions 34, ,%,hich facili- sulting composite silver-lead coating adheres strongly to 
tate its deflection upward or downward from the posi- 45 the polymer, showing a tensile strength typically of the 
tion shown, to  substantially fit against the upper or lower order of 2000 lbs./in.' and ~ o t e n t i a l l ~  exceeding that of 
hemispherical tank surface. A fluid stored on one side TFE itself. Hence the coated polymer can be bent and 
of such a membrane can be expelled by injection of an even folded sharply and repatedly without affecting that 

expulsion fluid on the side. T~~~ such membranes bond or rupturing the metal film. The silver-lead film 
may be mounted in closely spaced parallel relation, with 50 resulting from the above described process typically re- 
two fluids stored on opposite sides of the pair and ex- duces the permeability of a thin sheet of TFE to nitro- 
pelled simultaneously through respective outlets by fluid gen tetrOxide by as much as 1000-fold. it has 
injection between them. Whereas the membrane of FIG. 2 been found that such films occasionally contain micro- 
is somewhat easily constructed than fiat of FIG. 1, scopic pores, SO that the composite structure may still ex- 
the latter has the advantage of isolating the stored fluid 33 hibit measurable permeability when exposed to liquid 
from the tank walls. nitrogen tctroxide for periods of the order of days. 

This very slight remnant permeability has been snc- 
The structures of and are con- cessfully eliminated by depositing on the lead surface a 

fainin&! a liquid rocket fuel such as hydrazine (NzH*), film of indium, for by c~ectrolysis, to a thicli- 
for example, or an oxidizer such as nitrogen tetroxide ness of fronl 0.001 to 0.005 inch, and preferably about 
(N2Q4). With the modifications that have been described, 0.002 inch. indium film is then fused by heating in 
both fluids of a bi-propellant system can be stored in, and vacuum or inert atmosphere the entire assembly to a 
dispensed from, a single tank. A serious difficulty in con- te,pe,atur, a few degrees above the rnelling of 
structirlg such propellant systems has been the lack of indium (1570 c.) but below the meliiilg point of 
suitable material for the membrane or bladder. c j j  lead (327" C.) and thz ciecorl~position ternpelaturc of 

The present invention solves that problem by utilizing 
the known flexibility and clrernical inertness of fliloiinated 
polymers having essentially the chemical and physical 
properties of polymerized tetrafluoroethylene (TFE) and 
by controlling the slight permeability of such polyn~ers by 
applying a composite coating of an electrical conducting 
metal and a flexible nteta! that is positively impelmeable 
to the propellants. Suitable base materials include, for 
example, in addition to TFE, hexafluoropropylene, co- 
polymers of the latter with TFE (designated FEP), and 

the polymer (in excess of 350" C. for TPE). The mol- 
ten indi~iin is rapidly drawn by capillary aciion inio any 
pores, voids or cracks in the lead film. By continuing such 
heat treatment th- indium can also be cai:sed to diffuse 

70 into the solid body of the lead to an extent that is con- 
trollable by variation of the length anci temperature of 
the heat treatment. 

FIG. 3 represents the con~posite flexible membrane 
structure of the invention, with polymer base at 40, bond- 

75 ing silver film at 42, Aexible metallic layer at 44 and 



5 
superposed and fused indium layer at 44. The figure is 
schematic and is not intended to show the various layer 
thicknesses to scale. 

A particular advantage of the described membrane 
structure is that membrane sections can be joined by 
soldering their metallic layers to form an assembly of ' 
desired shape. 

It  is appreciated that those familiar with the art may 
make modifications and/or substitute equivalents in the 
arrangement as shown without departing from the spirit 
of the invention. Therefore, all such modifications and/ 
or equivalents are deemed to fall within the scope of 
the invention as claimed in the appended claims. 

What is claimed is: 
1. In a flexible membrane structure, that improvement 16 

which comprises: 
a membrane base layer consisting essentially of polym- 

erized tetrafluoroethylene, 
a layer of an electrical conducting metal adhered to 

the base layer, 20 
a layer of a flexible, chemically stable metal bonded 

to a surface of said conducting metal layer and con- 
sisting essentially of lead, and 

a layer of indium superposed on said chemically stable 
metal layer and at  least partially diffused into the 25 
chemically stable metal layer by fusion to fill pores 
thereof and to render the membrane structure fluid 
impermeable. 

6 
4. In a method for preparing a cheinically stable, sub- 

stantially fluid impervious, flexible membrane structuie, 
that improvement which comprises: 

contacting a surface of polymerized tetrafluoroethyl- 
ene sheet material with a suspension of finely divided 
sodium in presence of ultrasonic energy to etch said 
surface, 

chemically depositing silver on said etched surface in 
presence of ultrasonic energy to form an electrically 
conductive surface layer, and 

electrodepositing lead on said silver layer to a thick- 
ness between about 0.002 and about 0.005 inch. 

5. In a method for rendering completely fluid imper- 
vious a flexible membrane structure prepared according 
to claim 4, that improvement which comprises: 

electrodepositing indium on said lead layer to a thick- 
ness between about 0.001 and about 0.005 inch, and 

heating the resulting membrane structure to a tempera- 
ture exceeding the melting point of indium to fuse 
the indium and thereby seal pores in the lead layer. 
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3. A flexible membrane according to claim 1 wherein 
said metal layers consist essentially of lead deposited U.S. C1. X.R. 
electrolytically upon an electrically conductive layer of 204--30 
silver which has been deposited from chemical solution 35 
upon said surface of the base layer. 




